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In the course of investigations on the detection of induced 
radioactivity and of extremely weak ultraviolet radiation we 
have recently observed that the ultraviolet fluorescence of certain 
substances following their exposure to and their removal from 
rœntgen or gamma-irradiation persists for unexpectedly long 
periods of time. This ultraviolet fluorescence, furthermore, is 
conspicuously increased if the irradiated compounds be exposed 
to visible light. This is in agreement with an observation made 
by W. Kudrjawzewa.1 

Of twenty-five compounds we have thus far examined sodium 
chloride, potassium chloride, rocksalt and fluorite crystals exhibit 
these effects 'most clearly. Impurities inhibit, but previously re-
peated recrystallization facilitates the subsequent induction of 
ultraviolet fluorescence. Heating the crystals impairs their fluo-
rescence which, indeed, is completely stopped by dissolving the 
compounds in distilled water. 

A photoelectric Geiger-Muller-counter tube equipped with a 
cadmium electrode and a quartz window has been used for meas-
uring the ultraviolet fluorescence. This counter is very sensitive 
to ultraviolet radiation and hardly responds to visible light. 
The ultraviolet light has also been registered by means of the 
darkening produced on Eastman hypersensitive panchromatic dry 
plates. 

The fluorescent effects described have been elicited in the fol-
lowing way : Samples of crystals were exposed to radon (100 mil-
licuries, \Yi mm. brass filter, close distance) or to roentgen rays 
(200 kv, cardboard filter, 40 cm focal distance, 25 r-min.) for 
periods of time ranging from a few seconds to ten hours. A few 
particles thus irradiated cause discharges in the Geiger counter; 
in general, the number of counts is proportional to the intensity 
and to the duration of the primary irradiation; but, in each case, 
it is found that illumination by visible light at once results in a 
tremendous increase of the counts. Thus, samples primarily ir-
radiated for only a few seconds may require the stimulus of vis-
ible light before their acquired property of ultraviolet fluores-
cence becomes demonstrable with the counter. On the other 
hand, samples irradiated for several hours produce counter dis-
charges in the dark even though they be removed from the counter 
window by as much as one meter. In this case, illumination by 
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visible light so greatly increases the number of counts that satis-
factory observations can only be made by placing the irradiated 
substance several meters from the window. 

The counter discharges are completely stopped when a thin 
glass plate, 0.2 mm. thick, is interposed between the material 
and the counter window. Spectrographic examination by means 
of a Leiss quartz monochromator in the case of sodium chloride, 
shows that the emitted radiation has one maximum in the 
neighborhood of 2450A. This agrees with Kudrjawzewa's1 find-
ings and is also of interest because J. O. Perrine2 demonstrated 
that sodium chloride fluoresces in this same region as long as the 
substance is directly exposed to rœntgen rays. 

The ultraviolet fluorescence subsequent to primary gamma or 
roentgen irradiation, undergoes decay, very likely to the expo-
nential type. The half-life of induced ultraviolet fluorescence 
ranges from a few minutes to many days depending upon the in-
tensity and duration of exposure to the primary source of irradi-
ation. The half-life, furthermore, is shortened if the substance is 
illuminated by visible light, which, if sufficiently intense, com-
pletely stops the emission of ultraviolet light, although the latter 
may again be detected after the substance has been allowed to 
rest in the dark. 

The response to visible light is, moreover, characterized by 
lag, which increases as decay progresses. There is almost no 
measurable lag following either the onset or the cessation of 
visible illumination during the early life of induced ultraviolet 
fluorescence. But, lag in both respects becomes more prominent 
as time, measured from the moment at which the substance is 
removed from exposure to the primary radiation, continues to 
elapse. 
1 Kudrjawzewa, W.: Zeits. f. Physik 90, 489 (1934). 
2 Perrine, J. O.: Phys. Rev. 22, 48 (1923). 
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